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Experimental Setup

NSLS, undulator beamline X1B, photon energy: 85~1800 eV
about 5*1012 photon/sec at a typical 1000 resolving power
Removable Aluminum windows to block low energy stray light
XAS taken in Fluorescence/Electron yield modes
Removable 2nd grating to select the primary energy
2.4 m sized UHV chamber, 10 motions,  T=30~400K



Enhancement at resonance  3-4 orders  of magnitude





At resonance we have contrast for:

– Elements

– Valence electron density

– Bond orientation; orbital ordering
quadrupole moment orientation
[linear pol. light]

– Spin density [circular pol. light and 
p or d core level]





La0.6Sr0.4MnO3

Pellegrin et al.



Modern materials research

• Small crystals

• (ultra) thin films [few atoms]

• Multilayers

• Nano structures

• self assembled systems

•Atoms and molecules on surfaces



Reminder
λ E

=
1Å 12000 eV

3d Transition Metal Compounds

L2,3 edge  2p 3d

500 eV 900 eV

20 Å 12 Å

C1s - 280 eV 40 Å

N1s - 390 eV 35 Å

O1s - 530 eV 25 Å

S1s - 3000 eV 4 Å

Rare Earth’s (4f compounds)

M4,5 edge  3d 4f

800 eV 1800 eV

12 Å 8 Å



Ordering in strongly correlated systems
Stripes in Nd-LSCO

∆Q/Qtotal~1/500

∆Q < 0.5 e

charge/orbital ordering in La0.5Sr1.5MnO4

∆QC ~ 1 e
∆QO ~ 0

Charge inhomogeneity in Bi2212

Pan, Nature, 413, 282 (2001); 
Hoffman, Science, 295, 466 (2002)

∆Q ~ 0.1 e



Doped holes in cuprate

C. T. Chen et al. PRL 66, 104 (1991)



Phase Separation

• Stripes in High TC’s?
• Magnetic droplets in 

manganites

Diffuse Scattering

Exp. at L2,3 edge would be
much more sensitive than
at the K edge



Experimental Station

• Helium flow cryostat (15~400K)

• 5 Tesla magnet (vertical)

• UHV, Base pressure ~ 10-10 torr

• 2.4m diameter vacuum chamber

• 5 circle geometry (10 motions )

• Integrated beamline + end 
station control



Sensitivity to holes:
Resonant Soft X-ray Fringes 

of LSCO film

P. Abbamonte et al. “A Structural Probe of the Doped Holes 
in Cuprate Superconductors“, Science, 297, 581 (2002)



XAS at Oxygen K and Copper L edge

Epitaxial La2CuO4+δ on SrTiO3

(d = 23.3 nm, Tc = 39 K)

2d sin(θ) = n λ

nSTO = 5.12 g/cm3

nLSCO ~ 5.5 g/cm3

T=50K





Hole depletion model

φSTO = 3.2 eV Reihl, PRB 30, 803 (1984)

φLSCO = 4.7 eV v. d. Marel, Physica C 241,273 (1995)



YBCO oxygen ordering 



Experimental Geometry
2p       3d transition

θ

θ

φ



Zooming-in on different Cu’s: Tuning Polarization

E//abE//ac

Photon energy (eV)

At L3 edge, 1.3 I(E//ab) / I(E//ac) =



6 holes per unit cell 5 on chains
1 on ladder

Nature in press











Are there charge stripes in high Tc’s ???



Phase Diagram of
La1-xCaxMnO3

Uehara, Kim and Cheong

R: Rombohedral

O: Orthorhombic
(Jahn-Teller distorted)

O*: Orthorhombic
(Octahedron rotated)



Model for Charge, Spin and Orbital Correlations in 
Manganites

Mizokawa et al (2001)



Pr0.6Ca0.4MnO3 CE 
type charge, orbital 
and magnetic order

K.J. Thomas et al 
NSLS/BNL PRL may 2004

• Charge ordering below TCO ~ 240K

• Cooperative orbital ordering + oxygen 
distortion at TOO = TCO

• Magnetic ordering below TN ~ 170K

Pr1-xCaxMnO3

Goodenough (1955)





K.J. Thomas and J.P.Hill (2003)



S.S.Dhesi et al 
PRL  92 vol 4
2004



Coherent Soft X-ray Scattering
Magnetic 
“Worm” 
Domains

Domain ReconstructionX-ray Speckle Pattern

Example of a New Collaboration:

• oxide thin films, correlated electrons, nanomagnetism, electron spectroscopy

• UBC, SFU, FZ – Juelich, IBM Almaden, Stanford University, BESSY











Lattice of fluxoids (H > HC1 < HC2)



Vortex lattice of High TC’s

Type II S.C.
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For future studies we need:

– Circular polarized light

– Full polarization control [fast switching]

– Array of channelplate detectors or CCD

– Octopole superconducting magnet 

– We will add two in-situ MBE systems
for molecular and oxide ultra-thin 
film preparation 

– Low Temperature 



Near Future
1.  Resonant X-ray Scattering 3.  Use of coherence

• Orbital Ordering
• Charge Ordering
• Spin Ordering
• J.-T. Distortions

• Speckle – disordered systems
T, x, H dep.

4.  X-ray Raman2.  Large length scales

• Vortex lattice in High TC’s
• Charge and Spin density waves
• (Dynamic) phase separation 

(stripes, puddles …)
• Spatial distribution of selected organic 

groups
• Structure of organic blends – self assembly

(λ for 2p 3d in 3d TM ~ 15 Å) • electronic excitations
• Magnons
• Phonons
• Orbitons + Orbiton Spin Wave
• q dependence

5.  All the above in Microscopy
• focus to ~ 10 nM


	YBCO oxygen ordering
	

